e |
BSI BS¥4A?0: PART%L 81 N 1h24LkLY 0069372 T mm

BS 4870: Part 1: 1981

UDC621.791.001.4+669.146:621.791,5/.8

. . {Reprinted, incorporating Amendments
. No. 1 to No. 3 inclusive)

Specification for

Approval testing of
welding procedures
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