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Methods for

Controlled thermal
severity (CTS) test and
bead-on-plate (BOP) test
for welds

Méthodes d’essai des soudures: essai de Kontrollierte Warmeableitungspriifung und
fissuration (essai CTS) et essai de dureté sous RaupenaufschweiBpriifung bei SchweiBnihten
cordon (essai BOP)
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Welding
Standards Policy Committee (WEE/-) to Technical Committee WEE/2, upon
which the following bodies were represented: :

Aluminium Federation

Associated Offices Technical Committee
Association of Consulting Engineers

British Compressed Gases Association

British Constructional Steelwork Association Litd.
British Railways Board

British Steel Industry

Electricity Supply Industry in England and Wales
Health and Safety Executive

Institution of Structural Engineers

Ministry of Defence

Power Generation Contractors’ Association (BEAMA Ltd.)
Welding Institute

Welding Manufacturers’ Association (BEAMA Ltd.)

This British Standard, having
been prepared under the

direction of the Welding

Standards Policy Committee,

was published under the z

authority of the Board of BSI Amendments issued since publication
and comes into effect on Amd. No. Date Text affected

30 November 1990
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