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National  foreword

This British  Standard  i s the UK implementation  of EN  ISO 1 01 1 3:201 4.  

I t i s identical  to ISO 1 01 1 3:2006.  I t supersedes BS ISO 1 01 1 3:2006 which  

is withdrawn.

The UK participation  in  i ts preparation  was entrusted  by Technical  

Committee ISE/1 01 ,  Test methods for metals,  to Subcommittee ISE/1 01 /1 ,  

Uniaxial  testing.

A l ist of organizations represented  on  this subcommittee can  be 

obtained  on  request to its secretary.

This publ ication  does not purport to include al l  the necessary provisions 

of a  contract.  Users are responsible for i ts correct appl ication.

© The British  Standards Institution  201 5.  

Publ ished  by BSI  Standards Limited  201 5

ISBN  978 0 580 92638 9

ICS 77.040.1 0

Compliance with a  British  Standard cannot confer immunity from 

legal  obligations.

This British  Standard  was publ ished  under the authority of the Standards 

Pol icy and  Strategy Committee on  29 September 2006.

Amendments/corrigenda issued since publication

Date Text affected

30 June 201 4  This corrigendum renumbers BS ISO 1 01 1 3:2006 as 

BS EN  ISO 1 01 1 3:201 4

30 September 201 4  Implementation of CEN Correction Notice 

1 0 September 201 4:  CEN title page and foreword  

updated

31  December 201 5  CEN correction notice 1 0 September 201 4 

implements ISO corrected text 1  August 2007:  

See ISO foreword for details
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