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Textiles - Quantitative chemical analysis

Part 6: Mixtures of viscose, certain types of cupro, modal or lyocell with

certain other fibres (method using formic acid and zinc chloride)
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National foreword

This British Standard is the UK implementation of EN ISO 1833-6:2019.
Itis identical to ISO 1833-6:2018. It supersedes BS EN [SO 1833-6:2010,
which is withdrawn.

The UK participation in its preparation was entrusted to Technical
Committee TCI/80, Chemical testing of textiles.

Alist of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.
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